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测试结果:

邻苯含量

测试方法: 参照 CPSC-CH-C1001-09.4方法检测

限值: 2008年美国消费品安全改进法(CPSIA)

测试物质 CAS 号 单位 限值 方法检出限
检测结果

1
邻苯二甲酸二丁酯(DBP) 84-74-2 % 0.1 0.005 ND
邻苯二甲酸丁酯苄酯(BBP) 85-68-7 % 0.1 0.005 ND
邻苯二甲酸二(2-乙基已基)酯
(DEHP) 117-81-7 % 0.1 0.005 ND

邻苯二甲酸二正辛酯(DNOP) 117-84-0 % 0.1 0.005 ND
邻苯二甲酸二异壬酯(DINP) 28553-12-0 % 0.1 0.005 ND
邻苯二甲酸二异癸酯(DIDP) 26761-40-0 % 0.1 0.005 ND

备注:

ND = 未检出, 低于方法检出限

样品编号. 样品描述
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