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Result:

1. Formaldehyde Content

Test Method: With reference to AATCC 112:2014. Formaldehyde was released from fabric, then analysis was
performed by Vis-Spectrometer

Tested Item(s) Unit
Test Result

M.D.L. Limit
1 2 3

Formaldehyde mg/kg 16 20

Note:

ND = not detected, less than M.D.L
M.D.L. = method detection limit
mg/kg= milligram per kilogram

Sample ID. Test Part Description
1
2
3
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